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Elements Standard % 

Ag % 4 - 6 

Cu % rest 

P % 5.7 - 6.3 

  

Other Elements: (%)  

Al 0.01 max. 

Bi 0.03 max 

Cd 0.01 max 

Pb 0.02 max. 

Zn 0.05 max. 

Total <0.25  

 

*We declare that above-mentioned test is in accordance with the requirements of the 
Customer's order. 
 
 

Analyst        Quality Assurance Manager 
P.I. Francesca Gandolfi      P.I. Massimiliano Liani 
 
 

Alloy: 2605L 

Description: CuP Ag5  

Batch Number: 23I0620 

According to standard: 
DIN 8513  
L-Ag 5 P 


